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Abstract 

Synthetic aragonite-strontianite solid-solution samples have been studied using dispersive IR and FT-Raman 
spectroscopy. In addition to the end-members, nine samples over a range of composition from Ca,.,Sr,,,CO, to 
Ca,,,Sr,,,CO, were analysed. Carbonate anion internal modes are examined in detail by means of band-shape analysis 
and component fitting procedures. Positional disorder induced by the random cationic substitution results in strong 
increase of the halfwidth in several vibrational bands. Results obtained for the doubly degenerate modes (antisymmet- 
ric stretching and bending, v3 and v4) reveal the presence of three components both in the IR antisymmetric stretching 
band as well as in the Raman antisymmetric bending band. These observations are interpreted in terms of an overtone 
2v, in possible Fermi resonance with the corresponding vg fundamental in the IR spectra, and the presence of 
Davidov (factor group) splitting in the FT-Raman v4 band. Lattice modes in the FT-Raman spectra demonstrate 
weaker cohesion between the cation/carbonate/cation layers in aragonite (synth) than in strontianite (synth). 0 1997 
Elsevier Science B.V. 

Keywords: FT-Raman; FTIR; Aragonite; Stronitianite; Fundamental modes 

1. Introduction 

* Corresponding author. 
’ Dedicated to the memory of Lucienne Couture, in the 

fiftieth anniversary of the publication of her extraordinary 
work ‘Etude des spectres de vibrations de monocristaux 
ioniques’, Annales de Physique. 12eme S&e, t. 2 (Janvier- 
Fevrier 1947) 5-94. 

In nature, the most important calcium carbon- 
ate polymorphs (calcite, rhombohedral, and arag- 
onite, orthorhombic) are rarely encountered as 
chemically pure substances. Both crystal forms 
hold cationic changes that, in the case of arago- 
nite substituted by strontium, can constitute an 
authentic solid solution. This solid solution has 
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several interesting aspects. From the geochemical 
point of view, the introduction of small quantities 
( Y 0.6 mol%) of strontium ion into the aragonite 
lattice increases the stability of the solid. In the 
same way, the stability of strontianite (SrCO,) is 
strengthened by the presence of ca. 12.5 mol% of 
calcium ion [l]. Moreover, it seems energetically 
easier to introduce calcium ion into the strontian- 
ite lattice than vice versa. These results from 
synthetic samples are confirmed by the usual com- 
position of the corresponding minerals: the stron- 
tium content in natural aragonite does not exceed 
l--2 mol% [2], whereas strontianite can contain up 
to 25-30 mol% of calcium ion [3]. It is interesting 
to note that marine aragonite, with a strontium 
content of approximately 1 mol% [4], comes from 
sea-water with calcium/strontium molar ratios of 
z 1200/l [5]. 

Casey et al. [6] studied the thermochemistry of 
the aragonite-strontianite solid solution and ob- 
tained an excess entropy of mixing which was 
very small or zero, supporting the existence of a 
regular solution. The value of such thermody- 
namic predictions goes beyond an academic inter- 
est; for example, in the Chernobyl nuclear 
accident some 37.50 km2 were contaminated by 
radioactive material [7] comprising “Sr’+. Up to 
70% of this metallic ion could have been fixed in 
the ground after reaction with the solid carbon- 
ates. On the other hand, the Sr:Ca ratio in 
coralline aragonite is often employed to determine 
the sea surface temperature in paleoclimate recon- 
structions [8]. Several authors have documented 
an inverse relationship between the temperature 
of the marine environment and the strontium 
uptake by coralline aragonite [5,9]. 

There have been numerous vibrational spectro- 
scopic investigations of pure carbonates. After the 
comprehensive and often cited review of White 
[lo], several collections of spectra of simple car- 
bonates have been published. Herman et al. [l l] 
have used a laser microprobe to obtain analyti- 
cally the Raman spectra of natural carbonates. 
Griffith et al. [12] have recently published the first 
compilation of FT-Raman spectra of minerals, 
including several carbonates. However, papers 
dealing with double or mixed carbonates are more 
scarce [13]. From the seminal work of Adler and 

Kerr [14] who reported the IR spectra of a dozen 
of simple and double carbonates, Scheetz and 
White [15] published a detailed vibrational (Ra- 
man and IR) study of alkaline-earth double car- 
bonates of natural origin that does not include 
species containing strontium ion. Moreover. only 
one of the minerals studied, alstonite [Ca- 
Ba(CO,),], is orthorhombic and could be consid- 
ered structurally similar to the samples included 
in the present work. Gil et al. [16] studied several 
alkaline-earth simple carbonates with a high con- 
tent Fe’+ by means of FT-IR spectroscopy. 
Biittcher et al. [17- 191 have reported an interest- 
ing series of papers studying the changes pro- 
moted in the FT-IR spectra of the rhombohedral 
carbonates, MgCO, and CaCO,, by the presence 
of other bivalent metallic ions such as Fe’-‘. 
Mn2+ or CO*+, which, in some cases (e.g. 
FeCO,-MgCO,) can form solid-solutions. These 
samples occur naturally and their vibrational 
study has been applied to geothermometry. The 
same group have published lately [20] and Raman 
and FT-IR spectra of synthetic x-Na,Ca(CO,),. 
To the best of our knowledge, there is no refer- 
ence of similar studies for orthorhombic carbon- 
ates and, moreover, in only one case [12] has 
FT-Raman spectroscopy been employed. 

In the present work, a series of synthetic sam- 
ples of the solid-solution aragonite-strontianite, 
obtained by co-precipitation, is studied by means 
of IR (dispersive) and FT-Raman spectroscopy. 
Besides calcium carbonate and strontium carbon- 
ate, nine samples whose range of composition 
extends from Ca,,,Sr,,,CO, to CaO.,Sr,,,CO, are 
analysed. The aim of this research is twofold: to 
assess spectroscopically the existence of the solid 
solution and to provide some data about the 
effect of the cationic positional disorder on the 
vibrational dynamics of the carbonate anion. 

2. Experimental 

2.1. Solids 

Samples were prepared by the method of Plum- 
mer and Busenberg [l]. Briefly, for the synthesis 
of aragonites (lattice calcium ion mole fraction 
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Fig. 1. Spacing for the [I 1 l] lattice plane in several samples of 
the synthetic aragonite-strontianite solid-solution. 

between 0.5 and 1) different quantities of SrCl, 
were added to the base solution containing NaCl 
0.43 M, MgCl, 0.078 M and CaCl, 0.10 M in 
order to obtain Sr2+ mole fractions of 0.1, 0.2, 
0.3, 0.4 and 0.5, respectively. The solution was 
heated to 76 f 0.5”C and the stoichiometric 
amount of carbonate as Na,CO, (0.75 M) was 
added dropwise with vigorous stirring. On com- 
pletion of the precipitation, the suspension was 
stirred for 1 h at the same temperature. The 
presence of NaCl and MgCl,, as well as the 
moderately high temperature of reaction, are 
needed to avoid the precipitation of the calcite 
phase [21]. The preparation of strontianites (lat- 
tice strontium ion mole fraction between 0.5 and 

1) was carried out in a similar way, but the initial 
SrCl, concentration was reduced to 0.05 M, with 
the corresponding amounts of CaCl, and 
Na,CO,. Precipitates were separated from the 
mother liquor through 0.65 urn Millipore filters, 
and washed repeatedly with deionized water until 
the elimination of Cl - ion was confirmed (no 
reaction with AgNO,). Afterwards, solids were 
dried by heating at 110°C for 48 h. 

The chemical composition of the solids was 
determined by dissolution in 20% HCl at 60°C 
and atomic absorption spectrophotometric analy- 
sis. Maximum error over the theoretical stoi- 
chiometry was always less than 5%. The purity of 
the samples was confirmed by powder X-ray dif- 
fraction, scanning at 0.02 s-l (28) using Cu-K, 
radiation and silicon as an internal standard. A 
single-phase solid having the aragonite structure 
was always obtained in the synthesis. The spacing 
for the [l 1 I] lattice plane changes linearly with the 
strontium content, as can be observed in Fig. 1, in 
good agreement with the results reported by 
Casey et al. [6]. 

2.2. Vibrational spectra 

FT-Raman spectra were excited at 1064 nm 
using an Nd:YAG laser and a Bruker IFS66 
optical bench with an FRA 106 Raman accessory. 
Laser power was set at 70-80 mW and 1000 scans 
were accumulated with a resolution of 2 cm ’ . 

Table 1 
Factor group analysis of the carbonate ion in aragonite-type structures (Pmcn, 02) 

Free symmetry Site symmetry Factor group Activity 
D3h 

g 

Inactive 
Infrared 
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Fig. 3. Wavenumber of the carbonate anion symmetric stretch- 
ing IR band plotted against the cation polarizing power, P 
[eV (A)-“2]. 
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Fig. 2. Carbonate anion symmetric stretching band. Upper 
spectra: FT-Raman. Lower spectra: IR. From higher to lower 
wavenumber: aragonite (synth), equimolar sample and stron- 
tianite (synth). 

Powdered samples were lightly pressed in the 
Bruker sample powder holder and mounted with 
180” scattering geometry. 

IR spectra were obtained using a Philips Pye 
Unican PU-95 12 double-beam dispersive spec- 
trophotometer. Each spectrum was recorded by 
co-addition of five scans between 2000 and 300 
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Fig. 4. (A) Wavenumber of the carbonate anion symmetric 
stretching band against the mole fraction of strontium ion in 
the solid. (0): IR spectra; (0): FT-Raman spectra. (B) Band 
halfwidth. Symbols as in (A). 
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Table 2 
Line-fitting numerical results 

- 

Spectroscopy Intercept SE. Slope S.E. 1 S.E.E. 

FT-Raman 1085.4 0.24 - 13.8 0.41 -0.9961 0.428 
Infrared 1086.3 0.13 - 12.7 0.23 -0.9986 0.238 

Regression of the carbonate anion symmetric stretching band wavenumber against the mole fraction of Sr’+. Intercept units, cm ‘: 
slope units, cm -’ Sr”’ m 1 f t’ o e rat ion. S.E., standard error; S.E.E.. standard error of estimate. 

cm ‘. The scan speed was 90 cm - l min ~ l. Un- 
der these conditions, the precision was 1 cm-i. 
Wavenumber accuracy was checked with the mix- 
ture indene/camphor/cyclohexanone [22]. Thirteen 
mm KBr disks (200 mg) containing ca. 0.5 mg of 
sample were used. Previously, the solids were 
moistened with n-propanol and ground very finely 
in an agate mortar, to minimise the Christiansen 
effect [23]. 

The mathematical (curve fitting) treatment of 
the spectra was carried out using the commercial 
software GRAMS/32@ (Galactic Industries). 
Smoothing procedures or baseline correction rou- 
tines were not applied in this work. All the figures 
in the paper are produced from integrated inten- 
sity-normalised spectra. 

3. Results 

3.1. Curbonate anion internal modes 

The number and spectroscopic activity and 
symmetry of the carbonate anion normal modes 
in an aragonite-type crystal lattice (space group 
Pmcn) is shown in Table 1 [24,25]. 

3.1 .l. Symmetric stretching, vl (A;) 
Fig. 2 shows the v, fundamental in the FT-Ra- 

man and IR spectra of the end-members and the 
equimolar sample of the synthetic aragonite- 
strontianite’ series. The wavenumbers obtained 

z In order to avoid confusion with the corresponding miner- 
als and following the guidelines of the International Miner- 
alogical Association [Bull. Mineral. 110 (1987) 7171, the 
synthetic products studied in the present work are referred to 
as aragonite (synth) and stronitianite (synth). The absence of 
the abbreviation (synth) means that the reference is to the 
natural (mineral) substance. 

for aragonite (synth) and strontianite (synth) (IR: 
1086.3 and 1073.7 cm-‘; FT-Raman: 1085.7 and 
1072.0 cm-‘) agree with previous reports 
[10,12,26-281. The asymmetry toward the lower 
wavenumbers is remarkable in the IR band of the 
end-members. However, such asymmetry is absent 
in the IR band of the equimolar sample and in all 
the FT-Raman bands. Davidov splitting could be 
invoked as a possible explanation of this asymme- 
try, because the theoretical analysis (see Table 1) 
predicts two IR active components with sym- 
metries B,, and Bzu arising from the free anion v, 
(A;). The vibrational coupling between carbonate 
groups of adjacent layers is the origin of this 
marked asymmetry. The disorder induced by the 
presence of a second kind of cation, which is 
expected to be a maximum in the equimolar sam- 
ple, would hinder this coupling and could explain 
the symmetry observed in the IR band of this 
sample. 

It is possible to correlate the wavenumber of 
the FT-Raman vi (A;) mode with the polarising 
power of the cation, as defined by Booker and 
Bredig [29]. Using the ionic radii listed by Shan- 
non [30] for a coordination number of 8, which is 
probably more realistic for aragonite and arago- 
nite-type structures than a coordination number 
of 6, the results can be observed in Fig. 3. Simi- 
larly, in the case of molten nitrates of monovalent 
cations reported by Booker and Bredig [29], the 
wavenumber diminishes when the polarising 
power decreases. However, the wavenumber cor- 
responding to cerussite, (PbCO,, 1053 cm- ‘) [12] 
another orthorhombic carbonate, cannot be fitted 
by the same procedure because it is too low for 
the high polarising power of the lead ion [2.08 
eV . (A) - “‘2]. The reason for this discrepancy 
could lie in the partially covalent character of the 
carbonate/lead ion bond, to which Couture 1251 



has attributed the laminar structure of the min- 
eral. 

Fig. 4(a) shows the plot of the IR and FT-Ra- 
man V, (A;) band wavenumbers against the com- 
position of the samples. In both cases the linear 
behaviour is evident, proving the existence of a 
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Fig. 5. (A) Carbonate anion out-of-plane bending IR band. 
Dashed line, aragonite (syth); dotted line, equimolar sample; 
full line, strontianite (synth). (B) Band deconvolution and 
component-fitting in the equimolar sample IR spectrum. From 
top to bottom: raw data, fitted spectrum, components and 
residual. 

Table 3 
Numerical results after the infrared band fitting of the carbon- 
ate anion out-of-plane bending band. I,,,‘AY 

Vibration” Wavenumber FWHH (cm ‘1 Lorentz (“,8) 
(cm ‘1 

Satellite 846.7 (0.2) 6.5 (0.4) 92 (3, 
B lu 858.3 (0.4) 9.2 (0.5) 76 (7) 
B 2u 865.4 (0.6) 14.2 (0.9) 81 (6) 
______ 
Standard deviations are in brackets. 
a Irreducible representations from Ref. [25]. 

solid phase unique with a monotonic composi- 
tional change, i.e. a regular solution, as predicted 
from the thermochemistry [6]. Table 2 gives the 
numerical results of the linear regressions ob- 
tained in this work; in both cases (IR and FT-Ra- 
man) and fittings are excellent and could be used 
with analytical purpose for similar samples. 

Fig. 4(b) shows the evolution of the IR and 
FT-Raman vi (A;) band full-width at half-height 
(FWHH). The broadening reaches a maximum 
value in the equimolar sample, in which it is twice 
the value corresponding to the end-members. This 
remarkable increase in the bandwidth, due to the 
positional disorder induced by the random pres- 
ence of a second cation, has previously been 
reported in the Raman spectra of double carbon- 
ates [15] and has been studied in detail by 
Bischoff et al. [31] in rhombohedral carbonates. 

3.1.2. Out-of-plane bending, v2 (A’$ 
In the FT-Raman spectrum of aragonite 

(synth), this fundamental appears as a very small 
band (0.3% of the v, (A;) band integrated inten- 
sity) at 853 cm-‘, remaining undetected in the 
rest of the series. For this reason, the following 
results correspond only to IR spectra. 

Fig. 5(a) shows this spectral region for the 
end-members and the equimolar samples. There is 
a very slight displacement of the maxima toward 
lower wavenumbers from the aragonitic value of 
858 cm-’ to strontianite (synth) at 856.5 cm- ‘. 
The very small influence of the cationic substitu- 
tion on this normal mode, characteristic in or- 
thorhombic carbonates, is in contrast with the 
corresponding rhombohedral carbonates where 
the out-of-plane bending is strongly dependent on 
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Fig. 6. Carbonate anion out-of-plane bending IR band. Fractions of area of the envelope components against the mole fraction of 
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strontium ion in the solid. 

the cation presence. In calcite-type structures, the 
cation is located on the same three-fold axis as the 
carbon atom of the carbonate ion. In such a way, 
during the out-of-plane bending vibration the car- 
bon atom moves against the cation. The high 

Fig. 7. Carbonate anion out-of-plane bending IR band. Dot- 
ted line, strontianite (synch); full line, witherite. 

degree of dispersion in the previously published 
data about this fundamental must be outlined. 
For aragonite, values of 870 and 875 cm-’ (ap- 
parent doublet) are reported by Huang and Kerr 
[26], whereas Donohue et al. [32] give a value of 
853 cm-‘. Sterzel and Chorinsky [33] place this 
band at 857 cm-‘. For the strontianite, the 
wavenumber dispersion is also notable and, more- 
over, some authors [26] locate the band below the 
corresponding aragonite wavenumber (860 cm-‘), 
and others higher (857 cm-’ for Donohue et al. 
[32] and 859 cm-’ for Sterzel and Chorinsky 
[33]). Finally, Griffith [28] locates the band at 859 
cm-’ in both species. 

The weak band at ca. 847 cm - I, sometimes 
called the satellite of the v1 band, is observable 
both in calcite-type carbonates as well as arago- 
nite-type. Its assignment was quite controversial, 
generating abundant literature (see [lo] for a de- 
tailed review), although at present its attribution 
to the 13CO:- isotopic anion, following the sug- 
gestion of Sterzel and Chorinsky [33], is generally 
accepted [20]. From IR reflectivity spectra, Frech 
and Wang [34] obtain the same symmetry species 
for the satellite and the main v2 band. 

As can be seen in Fig. 5(a), the band is rather 
asymmetric toward the higher wavenumbers. 
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Fig. 8. Carbonate anion ax&symmetric stretching band. Upper 
spectra: FT-Raman. Lower spectra: IR. Dashed line, aragonite 
(s-v&); dotted line, equimolar sample; full line, strontianite 
(syn th ) . 

Band analysis and component fitting (Fig. 5(b)) 
reveals the presence of three components, whose 
characteristics are given in Table 3. The different 
assignments follow the proposal of Couture [25] 
for which the more intense band ( N 859 cm - ’ in 

the present study and 866 cm ’ in the Couture’s 
results) shows its moment in the OZ direction 
(type B,,). As can be observed in Table 3. the 
different components retain their wavenumbet 
and characteristics over the whole concentration 
range in the solid solution. The apparent narrow- 
ing and slight shifting toward the lower wavenum- 
bers with increase in the strontium content (see 
Fig. 5(a)) are produced by the progressive pre- 
dominance of the central component as the stron- 
tianitic end-member is reached. Fig. 6 shows the 
relative areas of the three components, to illus- 
trate this effect. The intensity of the component 
asslgned to Bzu symmetry is clearly lower in the 
strontianite (synth) than in the aragonite (s~~~tk) 
and must be explained. The appearance of a band 
in the IR spectrum means that the corresponding 
normal mode of vibration is allowed by the selec- 
tion rules; IR absorption depends on the magni- 
tude of the associated dipole moment change 
during the vibration and this can be affected by 
the cation presence. As has been already stated, 
the polarising power of the strontium ion is lower 
than that of corresponding calcium ion. The ap- 

Fig. 9. Band deconvolution and component-fitting of the 
carbonate anion antisymmetric stretching IR envelope. 
Equimolar sample spectrum. From top to bottom: raw data, 
fitted spectrum, components and residual. 
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Table 4 
Band-fitting results of the infrared v@‘) envelope 

7355 

SrZi mol% Component 1 Component 2 Component 3 

v FWHH % v FWHH o/ V FWHH % 

0 1569.6 
10 1565.6 
20 1563.4 
30 1559.4 
40 1554.9 
50 1551.9 
60 1548.2 
70 1544.4 
80 1538.7 
90 1534.7 

100 1531.1 

v and FWHH, in cm-‘. 

58.2 4.3 1489.5 107.5 78.8 1410.1 80.0 16.9 
66.8 6.8 1487.8 104.4 75.6 1409.0 83.8 17.6 
69.6 7.0 1486.0 99.0 64.1 1409.4 86.2 18.9 
76.8 10.1 1485.2 96.4 65.8 1408.3 86.0 24.1 
82.3 13.6 1481.4 90.3 65.5 1408.8 80.5 20.8 
78.3 13.0 1481.1 86.0 60.4 1407.6 83.2 26.5 
84.8 15.4 1478.2 80.8 59.2 1408.0 81.0 25.4 
90.0 16.7 1476.7 76.0 51.0 1407.6 84.7 32.3 
97.0 20.5 1473.7 72.4 45.2 1407.3 87.4 34.3 
99.1 20.9 1472.5 69.1 46.2 1407.0 83.1 32.9 
98.1 18.5 1469.2 64.3 48.6 1406.6 78.3 32.8 

pearance of the B,, mode, which is allowed by the 
selection rules, could be used to monitor changes 
in the dipole moment. Hence, the IR spectrum of 
witherite (BaCO,) must show a v&i) band which 
is both symmetric and narrower than the corre- 
sponding band in strontianite (synth). Fig. 7 
demonstrates this: witherite band is narrower 
(FWHH = 7.4 cm-’ against 8.7 cm-’ in stron- 
tianite (synth)) and is clearly symmetric. 

3.1.3. Antisymmetric stretching, v,(E’) 
In the FT-Raman spectra (Fig. S), this funda- 

mental appears as a single band of low intensity 
(ca. 1% of the symmetric stretching band). Its 
wavenumber changes linearly with the mole frac- 
tion of strontium ion from 1462 cm-’ in arago- 
nite (synth) to 1446 cm-’ in strontianite (synth). 
These positions agree fairly well with previous 
reports [12,27,28]. The corresponding FWHH fol- 
low a similar trend to that described for the v,(A;) 
band, namely 8.0 cm-’ in aragonite (synth), 13.5 
cm - ’ in the equimolar sample and 7.1 cm- ’ in 
strontianite (synth). 

The situation in the IR spectra is more compli- 
cated. From Fig. 8, it can be seen that when the 
strontium ion content is increased the general 
behaviour of the complex band can be sum- 
marised as follows: (1) shifting of the maximum 
toward lower wavenumbers (Av = - 17 cm - ‘); 
(2) narrowing of the FWHH of the band from 145 

to 112 cm-‘, more evident in the higher 
wavenumber region; (3) changes in the band 
asymmetry, which progressively becomes more 
pronounced at the lower wavenumbers. In order 
to quantify these changes, a band-fitting proce- 
dure has been carried out. Fig. 9 shows the result 
obtained from the analysis of the equimolar sam- 
ple spectrum and Table 4 gives the numerical data 
corresponding to the complete series. The central 
component, whose wavenumber coincides with 
the reported value [10,27,28], is the most impor- 
tant along the series and is the responsible for the 
observed band profile narrowing. According to 
the theoretical analysis (see Table l), up to three 
components can appear in the v@‘) region, with 
symmetries B lU, Bzu and B,,. It has been accepted 
[10,28] that the most intense band in the IR 
spectrum (at 1493 cm-’ in aragonite) would cor- 
respond to the B,, symmetry. However, Frech 
and Wang [34] attribute a symmetry of B,, to the 
stronger band and locates it at 1466 cm- ‘. On the 
other hand, symmetry BZu has been suggested [28] 
for the strontianite main band at 1470 cm - ’ [26]. 
Recent calculations [35] predict the appearance of 
the three modes at 1506 (B,,), 1504 (B2J and 1434 
cm- ’ (B3J, respectively. We interpret our data as 
follows: the pair of components observed at 
higher wavenumbers (1570 and 1489.5 cm- ’ in 
aragonite (synth); 1531 and 1469 cm-’ in stron- 
tianite (synth)) proceed from the doubly degener- 
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ate normal mode v~(E’) which lifts its degeneracy 
under the effect of the crystalline field. The com- 
ponent at higher wavenumber in both systems 
could have (B,, + Bzu) as its irreducible represen- 
tation proceeding from the A’ component (see 
Table 1). The second member of the pair would 
have B,, symmetry, proceeding from the A” com- 
ponent. The corresponding splittings (80 cm-’ in 
aragonite (synth); 62 cm - ’ in strontianite (synth)) 
are qualitatively comparable with those observed 
in the antisymmetric bending mode, vq(E’), and 
will be discussed later. The third component, 
whose characteristics (position and FWHH) are 
independent of cationic substitution, is assigned 
the first overtone of one of the v~(E’) components 
that practically does not change its wavenumber 
along the series (see later). Given its B,, symme- 
try, the possibility of Fermi resonance with the 
antisymmetric stretching component must be 
taken into account; this could justify the intensity 

I  I  I  I  I  
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Fig. 10. Carbonate anion antisymmetric bending FT-Raman 
bands. 

and breadth of the overtone. Moreover, in this 
way, two bands with symmetry B3u would appear 
in this region, in complete agreement with the 
results published by Couture [25]. 

3.1.4. Antisymmetric bending, vj(E’) 
Fig. 10 shows the FT-Raman spectra of several 

samples in the region of interest. Three maxima 
appear in the spectrum of aragonite (synth), while 
the strontianite (synth) spectrum reveals the pres- 
ence of a shoulder in the lower wavenumber 
region of the stronger band. A weak feature at ca. 
710 cm-’ is also evident which must not be 
confused with the v2 satellite as in this case, the 
band appears at a higher wavenumber than the 
main band and moves in wavenumber under the 
effect of the cationic substitution. There is consid- 
erable confusion in the literature with reference to 
this band. Several authors [12,26,28] report the 
presence of a single component in aragonite (703 
or 705 cm-‘) as well in strontianite (700 or 702 
cm- ‘), although the presence of two components 
is also reported in aragonite: Couture locates the 
pair at 703 and 707 cm ~ ’ and Behrens et al. [36] 
at 701 and 705 cm-‘. Up to four components 
(701, 705, 717 and 721 cm-‘) are observed in 
aragonite by Frech and Wang [34] who studied an 
oriented crystal. In the spectral assignment of 
Couture [25], the stronger components correspond 
to the irreducible representations B,, (703 cm- ‘) 
and Al, (707 cm- ‘) which originate from the 
originally doubly degenerate mode. The weak fea- 
ture could correspond to the symmetries B,, or 
Bjg, also allowed by the selection rules (see Table 
1) and perhaps induced by pyramidal perturba- 
tion of the anion symmetry. The removal of de- 
generacy is less evident in the strontianite (synth), 
as it has been observed in the previous normal 
mode. The effect of the cation polarising power 
can be attributed again, because in witherite 
(BaCO,) this mode appears as a single, symmetric 
band at 690 cm - ’ accompanied by a minor fea- 
ture at 700 cm-’ [15]. 

Results obtained after the component fitting are 
given in Table 5 and several points deserve com- 
ment. Although the shift toward the lower 
wavenumbers when the strontium ion content is 
increased is very similar for all the components, it 
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Table 5 
Band-fitting results of the FT-Raman v4(E’) envelope 

2351 

Sr*+ mol% Component I Component 2 Component 3 

v FWHH % 1’ FWHH % v FWHH % 

0 701.3 
10 700.6 
20 699.1 
30 699.0 
40 698.1 
50 691.7 
60 697.1 
70 697.5 
80 697.4 
90 697.3 

100 696.6 

11 and FWHH, in cm-‘. 

4.3 36.0 705.7 5.4 60.3 716.5 6.0 3.7 
4.7 28.8 704.9 6.4 62.9 716.0 7.0 8.3 
5.1 24.2 704.1 1.3 64.6 715.2 8.7 11.2 
5.4 21.9 703.4 8.1 65.5 714.0 10.2 12.6 
5.7 21.3 702.3 8.6 65.8 713.3 11.2 12.9 
6.0 22.1 701.7 8.8 65.5 712.2 11.3 12.4 
6.3 23.9 701.9 8.7 64.8 112.3 10.4 11.2 
6.5 26.3 701.4 8.4 63.9 711.7 8.9 9.9 
6.3 28.8 701.3 7.7 62.1 711.6 7.1 8.5 
5.8 31.0 700.9 6.7 61.5 710.6 5.7 1.5 
4.4 32.5 700.3 5.3 60.3 710.0 5.7 7.1 

is slightly larger for the higher wavenumber com- 
ponent. These shifts, however, do not change 
linearly with the strontium ion content, as can be 
observed for the other normal modes. Starting 
from aragonite (synth), most of the wavenumber 
shift (66% in component 3 and 77% in component 
1) has been achieved by the equimolar sample 
(Fig. 11). However, as in the case of the symmet- 
ric stretching mode, the broadening of the compo- 
nents also shows a maximum in the equirnolar 
sample. These observations can be interpreted as 
the combined result of the increasing presence of 
strontium ion (a less polarising cation) in the 
aragonite lattice as well as the general disorder 
promoted by the cationic substitution. 

Fig. 12 shows the IR spectra in the region of 
the antisymmetric bending mode. The lifting of 
the degeneracy is evident in the aragonite (synth) 
and strontianite (synth) spectra, although this 
does not result in a new weak feature equivalent 
to that observed in the FT-Raman spectra. This 
absence can be due to the coincidence in the 
wavenumber (712 cm- ‘) to two (B,, and B2J of 
the three components allowed in this region [37]. 
The third component (B3J would be located at 
706 cm-‘. In the spectra discussed in this paper, 
the aragonite (synth) bands appear at 714 and 701 

- i and those corresponding to strontianite 
Fs;&z) at 706 and 699 cm-‘. As in the case of the 
IR antisymmetric stretching band, the splitting is 

higher in the aragonitic term than in the stron- 
tianitic. The wavenumber of the first component 
decreases linearly when the strontium ion content 
increases, as can be observed in Fig. 11. However, 
the lower wavenumber component does not 
change its position signihcantly with the cationic 
substitution. For this reason, the first overtone of 
this component, whose symmetry is generally ac- 
cepted as B,, [25,35], remains at ca. 1400 cm-’ 
along the complete series. As we have suggested, 
this overtone could enter into Fermi resonance 
with the B3” component of the complex IR anti- 
symmetric stretching band. As in the FT-Raman 
spectra, the FWHH of both components suffers 
important changes: from 3.3 and 3.5 cm-’ in 
aragonite (synth) to 7.8 and 11.8 cm- * in the 
equimolar sample, and decreasing to 5.4 and 4.9 
cm-’ in strontianite (synth). Fig. 12 shows this 
band in the IR spectrum of witherite (BaCO,) 
where, despite its aragonite-type structure (space 
group Pmcn), the degeneracy remains. Once again 
the influence of the polarising power of the cation 
on the spectral appearance of theoretically al- 
lowed components is evident. 

3.2. Lattice modes 

Fig. 13 shows the FT-Raman low frequency 
spectral region corresponding to the end-members 
of the solid solution. The enumeration and char- 
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acteristics of the resolved component are given in 
Table 6. In relation to aragonite, the coincidence 
with previous results [25,34] is good, taking into 
account that the present data were obtained from 
polycrystalline samples and the reference 
wavenumbers obtained from oriented crystal stud- 
ies. To the best of our knowledge, there has not 
been any previous complete report of the external 
modes of strontianite. The coincidence with the 
scarce available data from polycrystalline samples 
[ 10,l l] is noteworthy. 

The external modes can be properly separated 
into two groups: translations of the ionic centres 
of gravity (considering the carbonate ion as a 
rigid entity) and anionic librations (restricted ro- 
tations). According to the theoretical analysis 
published by Couture [25], followed also by Frech 
and Wang [34], the stronger Raman bands must 
correspond to librations of the carbonate ion over 

Fig. 11. Wavenumber of the carbonate anion antisymmetric 
bending band components. Upper: FT-Raman results. Lower: 
IR results. 

730 720 710 700 690 680 670 
wavenwnber (cm-l) 

Fig. 12. Carbonate anion antisymmetric being IR bands. 

the axes OY and OX which define the anion 
plane. The libration around the OY axis produces 
the most intense FT-Raman band in the region, 
whose wavenumber is at 153 cm - * in aragonite 
(synth) and 148 cm-’ in strontianite (syn&). The 
insignificant influence of the cation on the band 
wavenumber position is due to the fact that only 
three of the six first neighbour actions change in 
relative position with regard to the anion when it 
librates, because the restricted rotation is carried 
out along the C-O bond that coincides with the 
OY axis. This could explain also the higher 
wavenumber of the libration around the OX axis 
and the greater dependence of the cation present 
(aragonite (synth), 206 cm - ‘; strontianite (synth), 
181 cm - ‘), because along this restricted rotation 
all the first neighbour cations change in relative 
positions. 

There is a very good linear correlation when the 
wavenumbers corresponding to the ionic transla- 



IX. Alia et al. /Spectrochimica Acta Part A 53 (1997) 2347-2362 1359 



2360 J.M. Ah rt al. !Sprctrochimicu Actu Part A 53 (1997) 2317-_136-7 

tions in aragonite @J&Z) are plotted against the 
same values in strontianite (synth), as can be 
observed in Fig. 14. Among the components 
whose integrated intensities are greater than lo!, 
only two aragonite (synth) bands (216 and 248.5 
cm - ‘) seem to have no correlation in strontianite 

L 

300 250 200 150 100 
Raman Shift (cm-l) 

300 250 200 150 100 
Raman Shift (cm-l) 

-1 

Fig. 13. Band deconvolution and component-fitting of the 
lattice modes FT-Raman spectral region. Residuals are shown 
below the spectra and fitted components. 

Fig. 14. Wavenumbers of the FT-Raman bands corresponding 
to the translations (0) and anionic librations (@) in synthetic 
samples of aragonite (abscissa) and strontianite (ordinate). 

(synth). The bad fitting of the librational 
wavenumbers must be stressed. From the fitted 
data, the quotient 

V aragonite = 1.115 + 0.010 
Vstrontianite 

can be calculated. As Couture [25] has demon- 
strated, the only forces that operate in this type of 
vibration (cohesion forces) are exerted between 
elementary layers (formed solely by cations or 
anions) and their neighbours and can be expressed 
as: 

f=v2.m 

where f is the corresponding cohesion force, v the 
frequency of the vibration and m the molecular 
mass. The ratio between the cohesion forces jII 
and f, in both aragonite (synth) and strontianite 
(synth) crystals can be calculated as: 

100 .- 
147.6 

= 0.843 ) 0.016 

which means that there is a stronger cohesion in 
strontianite (synth) than in aragonite (synth). This 
result is in confknation with the higher thermo- 
dynamic stability of strontianite [38] and is close 
to the ratio calculated from macroscopic measure- 
ments (drop-solution enthalpies): 0.911 ) 0.011 
F31, 
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The effect of the cationic substitution over the 
lattice modes can be observed in Fig. 15 which 
shows the FT-Raman 100-300 cm-’ spectral re- 
gion in the samples with 10, 50 and 90% of 
strontium ion. As in the case of the internal 
modes a new feature is not observed, which sug- 
gests that the substitution is random. Apart from 
the shift of the maxima, a general broadening of 
the principal components is evident which, in the 
equimolar sample, results in a doubling of the 
halfwidths. Bishoff et al. [31], in their study of the 
Raman spectrum of synthetic calcite containing 
15% of magnesium ion, reported the disappear- 
ance of all the lattice modes except for one band 
at 286 cm-‘. Something similar is observed by 
Biittcher and Reutel [20] in the Raman spectrum 
of synthetic a-Na&a(CO,), (orthorhombic). 
where they report only a very broad and asym- 

1 

300 250 200 150 100 
Raman Shift (cm-l) 

Fig. 15. External modes in the FT-Raman spectra of several 
samples of the synthetic solid solution aragonite-strontianite. 
Percentages correspond to the strontium ion content in the 
crystal. 

metric band whose maximum is located at ca. 285 
cm-‘. In the solid solution studied here, the 
cationic substitution seems to result in little per- 
turbation of the lattice vibrationally, which is 
consistent with the X-ray diffraction results, ex- 
perimentally and from a theoretical simulation 
[39]. 

4. Conclusions 

The experimental results suggest the following 
four general conclusions. 

(1) The vibrational (IR and FT-Raman) spec- 
tra of synthetic aragonite and strontianite are 
identical with those of their natural analogues, 
both in the carbonate anion internal modes as 
well as the external (lattice) modes. 

(2) The progressive substitution of calcium ion 
by strontium ion has two main vibrational conse- 
quences: bandshifts toward the lower wavenum- 
bers and significant broadening of the bands in 
the central terms of the series as a result of the 
positional disorder. 

(3) The smaller polarizing power of strontium 
ion is revealed in the smaller distortion of several 
bands observable in the vibrational spectra of the 
strontianitic phases. Two arguments for this con- 
clusion are the greater symmetry of the out-of- 
plane bending band in the IR, and the 
less-pronounced degeneracy lifting of the antisym- 
metric bending band in the FT-Raman for the 
strontianite (s~Mh> spectra. 

(4) The analysis of the lattice modes demon- 
strates that the interlayer cohesion is stronger in 
strontianite (synth) than in aragonite (synth) in 
good agreement with macroscopic (thermody- 
namic) observations. The low frequency region 
maintains its general characteristics over the com- 
position range studied, which reflects the conser- 
vative character of the cationic substitution. 
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