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Abstract 

In this paper, we present the use of a magnetic system for restoring a real piece of art: 
the Virgen de los Desamparados sculpture (1954) by the Valencian sculptor Silvestre 
d’Edeta (Valencia, Spain). This sculpture is made of artificial stone reinforced with iron 
rods in the matrix and, before the intervention, showed a high degree of degradation due 
to various physical, chemical and biological processes causing internal strain, cracks 
and fragmentation. Several non-destructive imaging techniques (photography, 
photogrammetry, digital radiography and 3D virtual reconstruction) have been used to 
study the original status of the artwork. The materials to produce the prosthesis to restore 
the sculpture, and the procedure to attach them with magnets and various adhesives, 
have been addressed in this study. Different theoretical models and simulations have 
been developed to help the restorer to select the most appropriate magnets and their 
optimal position. The restoration returns legibility to the piece by restoring the missing 
head-hair-crown section. 
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1. Introduction 

Current methods of restoring sculptures and ornaments involve using synthetic 
adhesives, sometimes reinforced by rods of various materials, to assist the joining of 
different pieces [1-3]. These rods can be made of fiberglass [4] or stainless steel [5], 
amongst other materials [6-7]. This kind of intervention provides robustness and stability 
to the artwork, but goes against the principle of minimal intervention and reversibility, as 
inserting rods is usually a fairly invasive procedure. Therefore, less invasive new 
technologies and strategies that provide the artwork with similar robustness, while 
maintaining the reversibility of the restoration, are necessary. The use of magnetic 
materials is one potential alternative solution to this problem. 

Among magnetic materials, permanent magnets - henceforth referred to as magnets - 
are essential components in many technological fields, because of their ability to provide 
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a large magnetic response without the application of an external magnetic field. 
Specifically, a large force appears between two magnets or between a magnet and a 
ferromagnetic material providing that the temperature is below the Curie temperature, a 
characteristic temperature above which the magnetic properties of a magnet disappear 
[8]. NdFeB magnets are an excellent choice for technological applications because they 
combine a large magnetic response – saturation magnetization above 1.5 T – with high 
stability in the presence of external magnetic fields – coercivity above 7 T – and a 
relatively low cost. There are two main drawbacks to these magnets: their relatively low 
Curie temperature (312ºC) that prevents their use in high-temperature applications, and 
their low corrosion resistance [9]. To avoid corrosion, all commercial NdFeB magnets 
have protective magnetic coatings. 

The use of magnetic materials in the conservation and restoration of cultural heritage is 
quite recent. Since the late 1980s, magnets have been used in preventative conservation 
and musealisation, improving the display methods for graphic documents, scrolls, 
textiles and mural painting [10]. More recently, restorers have used magnetic systems 
as a tool to produce adhesion between layers of painting, to remove deformations [11], 
to look for metallic parts in archaeological items, or as a cleaning tool [12]. However, 
there are only a few examples in which magnetic materials, mainly permanent magnets, 
are used as an alternative tool for joining fragments or to help in the insertion of 
reconstructive prostheses in sculptures [13-14]. The use of magnets in the conservation 
and restoration of sculptures has the potential to fulfil the criteria of minimum intervention, 
respect for the original artwork, improvement of the aesthetics of the artwork and, most 
importantly, reversibility. In general, the use of magnets is limited by the skills and criteria 
of the conservator/restorer, and their application is controversial. Systematic use of 
magnetic systems in the field of sculpture and ornamental restoration is still not 
widespread. 

In previous works, we showed the possibility of using permanent magnets for the 
restoration of stone sculptures, developing a systematic method to determine the optimal 
choice of magnets and the locations to place them in the  pieces to be joined, while 
minimising the impact and ensuring reversibility [15-16]. In these previous works, we 
used laboratory test samples and artwork created specifically to test the feasibility of the 
developed method. In this work, we show the potential of this approach by using it to 
restore a real piece of art: the Virgen de los Desamparados (Virgin of Helpless) sculpture 
in Valencia, Spain. 

 

2. Research aim 

This study has been applied to a real case, the Virgen de los Desamparados sculpture 
(1954), by the well-known Valencian sculptor Manuel Silvestre Montesinos, known as 
Silvestre d’Edeta [17]. This piece, of great artistic and historical value, reflects the 
religiosity of La Pobla Llarga, a town close to Valencia. It represents the image of the 
Virgin on a cloud. Its approximate dimensions are 75 x 47 x 23 cm3 (height, width, depth) 
and it was located in a square named after the Virgin. The sculpture is made of artificial 
stone, as a result of the hardening of an inorganic mortar (cement binder and calcareous 
sand), reinforced with iron rods in the matrix.  
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Before the intervention, the sculpture showed a high degree of degradation originating 
from various physical, chemical and biological causes. In particular, the stony surface 
substrate was lost as a result of water. Flowing water caused oxidation of metallic 
elements, produced internal strains, and led to the formation of cracks, which finally 
resulted in the loss of several fragments from the head and the crown (see Figure 1). 
Although originally located outdoors, after the restoration the piece was moved to the 
Historical-Art Museum of La Pobla Llarga in Valencia to prevent further degradation.  

 
Figure 1 (a-c). The Virgen de los Desamparados sculpture (1954), sculptor Silvestre 
d’Edeta (Valencia, Spain). a) General view in which the missing sections in the head-
hair-crown can be seen, leading to reduced aesthetic value. b) Detail of the high degree 
of degradation originating from different physical, chemical and biological processes, 
producing internal strain, cracks and loss of fragments; c) Rusty iron rods in the matrix 
and loss of fragments. 

 

3. Materials and methods 

Several non-destructive imaging techniques have been used to study the original  
sculpture: digital photography, radiography and photogrammetry. 3D software for virtual 
reconstruction of the missing elements of the sculpture was also employed. These 
techniques were used to document the previous state of the sculpture and to record the 
interventions and the final results. More specifically, the x-ray imaging allowed the 
determination of the size and position of existing internal reinforcement, which can be 
seen in the fractured area of the head-hair-crown (Figure 1). Photogrammetry and 3D 
reconstruction have been used to calculate the size, shape and volume of the prosthesis. 

The materials used for both the test samples and the piece to restore the sculpture, were 
selected after carefully analysing the artwork. A mortar composed of an inorganic binder 
(Ledan C30®), carbonate-based sand and gravel (0.5 – 2 mm), additives (inorganic 
pigments of different colours) and water were selected. We employed NdFeB magnets 
with a Ni/Cu/Ni coating supplied by Supermagnete, with magnetization in the axial 
direction. Three different adhesives were tested to fix the magnets to the prosthesis and 
to the sculpture: two acrylic (Paraloid B72® and Plextol B500®) and one epoxy (Araldit 
Standard®). Paraloid B-72 (50% w/v in acetone) and Plextol B500, acrylic resins from 
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Rohm and Haas, are well-known and have been studied for conservation of historical 
pieces [18-20]. Araldite Standard is a strong epoxy resin, a two-part general purpose 
adhesive (from Araldite). 

The force between magnets as well as the adhesive forces produced by the different 
adhesives was tested in tensile experiments using an Adamel Lhomargy DY30 system. 
The surface analysis of the magnets was carried out in a JEOL JSM scanning electron 
microscope equipped with an energy dispersive spectroscopic (EDS) system that allows 
local composition to be measured. 

As mentioned previously, it was important to ensure sufficiently low magnetic fields 
extending out of the restored pieces to avoid contamination by magnetic particles, 
contamination that can result in unsatisfactory aesthetics. Finite element calculations 
were used to calculate the position of the magnets that minimise the external field using 
the Comsol Multiphysics software. This software uses the fundamental equations of 
electromagnetism to calculate the external magnetic field produced by a magnetic 
configuration. We used the magnetic characteristics of NdFeB magnets as input 
parameters, extracted from reference [9]. Stones are diamagnetic materials and, for the 
simulation, we considered the relative magnetic permeability of stone to be equal to 1. 

 

4. Theory and calculations 

A theoretical model supported by simulations has previously been developed to help 
restorers select the most appropriate magnets and their optimal position to ensure joint 
integrity, while guaranteeing the smallest magnetic field extending out of the sculpture 
and, thus, avoiding contamination from ambient particles. 

The position of the magnets, as well as their magnetic characteristics, were calculated 
using an analytical model based on the Laws of Statics. The physical basis of the model 
is simple: the magnetic forces exerted by the magnets in the joint needed to be large 
enough to ensure that the joined fragment does not move. The model allows the 
minimum value of the total magnetic force to be calculated by solving two equations. On 
one hand, all forces – weight, friction, reaction from surfaces, magnetic forces, etc – 
should sum to zero, thus preventing the breaking of the joint through sliding. In addition, 
the sum of the momenta of the forces should also be zero to prevent the joint from 
breaking through rotation of the fragment. The different parameters needed in the model 
– force of the magnets and friction coefficients – have previously been measured using 
laboratory test samples made with materials similar to that of the sculpture under study 
[13-14]. Once the total force has been calculated, the number and position of magnets 
can be determined with the help of finite element simulations to minimise the magnetic 
field extending out of the artwork. The application of the model to the case under study 
is detailed below. 

Figure 2.a shows schematics of the piece to be restored. Once the magnets were in 
place, four different forces had to be taken into account: the weight (W), the friction (F), 
the reaction between the pieces (R) and the magnetic force (M). These three forces 
needed to cancel to zero to fix the piece in the required position. 

𝑊"""⃗ + �⃗� + 𝑅"⃗ +𝑀""⃗ = 0 (eq. 1) 

Considering the horizontal direction, M = R.  
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Considering the vertical direction: 

𝑊 = 𝐹
𝐹 = 𝜇𝑅 = 𝜇𝑀+ ⇒ 𝑀 = -

.
 (eq. 2) 

According to equation 2, the selection of magnets depends only on the weight and the 
friction coefficient between the different pieces. However, in order to ensure equilibrium, 
the rotation of the restored piece should also be avoided, i.e., it is also important to 
ensure equilibrium of momenta.  

𝑀𝑑0 = 𝑊𝑑1𝑐𝑜𝑠𝛼 ⇒ 𝑀 = -6789:;
6<

 (eq. 3) 

Equation 3 provides a new value for the magnetic force needed to ensure equilibrium. If 
we denote Mf as the value obtained from the force equilibrium equation (eq. 2) and Mm 
as the value obtained from the momenta equilibrium equation (eq. 3), the largest value 
should be used to select the magnets. 

 

 

 
Figure 2 (a-b). Theoretical model applied to the prosthesis. a) Simulation to select the 
best magnets and their optimal position. b) In this case, the centre of mass is really close 
to the axis of rotation, which makes rotation difficult. 

 

5. Results and discussion 

Before starting the restoration procedure, it was important to select the appropriate 
magnets and adhesives to use in the joint. The weight of the prosthesis was estimated 
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using photogrammetry, to be approximately 200 g. Using equation 2 and considering 
μ=0.57 – the value measured in similar stony materials – we obtain Mf = 3.44 N. Using 
equation 3 and considering the dimensions of the prosthesis (see Figure 2.a), a value of 
Mm=0.41 N was obtained. This difference is mainly due to the shape of the prosthesis: 
the centre of mass is close to the axis of rotation, which impedes rotation. Therefore, the 
magnetic force required to ensure equilibrium is 3.44 N. In order to include a safety factor, 
this force was doubled, so two model S-04.1.5N magnets from Supermagnete were 
selected, each of which provide a force of 3.5 N according to manufacturer specifications. 
The two magnets were placed in opposite magnetic configurations in order to reduce the 
magnetic field extending out of the prosthesis by closing the magnetic flux (see Figure 
2.b). In addition, two smaller magnets were added (model S-02-01-N) to increase 
stability.  

Since, after restoration, the piece was to be displayed indoors, there was no requirement 
for external temperature or corrosion to be taken into account. However, preliminary tests 
of the resistance of the magnets to ambient conditions were carried out by placing a pair 
of magnets outdoors in the city of Valencia for 3,000 hours with no protection, with a 
mean temperature of 27ºC and mean humidity of 88%. After this period, the magnetic 
force between magnets was reduced by only 5%, probably due to handling. 
Compositional analysis of the surface did not reveal the presence of Nd, which indicated 
that the coating was already covering and protecting the magnet. Further research is 
planned on this topic and will be reported elsewhere, but these preliminary tests allow 
confidence in the use of this system in outdoor sculptures.  

 

The magnets were fixed to the prosthesis and the artwork using an adhesive. Therefore, 
the adhesive force was also required to be larger that Mf. Three different adhesives were 
tested in a traction experiment: two acrylic  (Paraloid B72 and Plextol B500) and one 
epoxy (Araldit Standard®). For the tests, 2 x 2 x 2 cm3 cubes of stone were glued using 
the different adhesives. The measured adhesion forces and the elongation before 
separation for the different adhesives are listed in table 1. 

 

Table 1. Different adhesives studied and their adhesion forces (N) and elongation (mm). 

 Paraloid B72 Plextol B500 Araldit Standard 

Force (N) 72 84 241 

Elongation (mm) 0.38 0.81 - 

 

The adhesion force for the Araldit Standard is too large, which could lead to reversibility 
problems. Both Paraloid B72 and Plextol B500 show similar adhesive force, large 
enough to support the prosthesis. In addition, acrylic adhesives are reversible with 
solvents whereas Araldit is not. Therefore the acrylic adhesives are better suited to 
reversible restorations, particularly in pieces to be kept indoors such as the sculpture 
under consideration. Considering that the elongation measured in the Plextol B500 is too 
large for a structural joint, it was decided to use Paraloid B72.  
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The magnetic field generated by the magnets placed in the selected positions was 
calculated using Comsol software. Figure 3 shows the magnetic field calculated in 
different planes parallel to the fracture. The magnetic field close to the magnets was 
measured to be 10 times larger than the magnetic field of the Earth (25 μT). However, at 
a distance of 5 cm, already inside the prosthesis the magnetic field is weaker than that 
of the Earth. Therefore, the presence of the magnets inside the artwork will not produce 
contamination due to atmospheric ferromagnetic particles. 

 
Figure 3. Simulation of the magnetic field using the Comsol Multiphysics software. The 
sequence shows that the magnetic field is practically zero at a distance of 6 cm from the 
magnets. 

 

All these calculations were applied to the restoration of the Virgen de los Desamparados. 
First, the magnets were fixed to the original fragment with Paraloid B72 in the previously 
calculated positions. The original fragment was then protected with plastic film and the 
prosthesis was produced in-situ. The prosthesis and the plastic film were then removed, 
the magnets were attached to the prosthesis and the two parts were joined magnetically 
to incorporate the missing head-hair-crown section into the sculpture, thereby returning 
legibility to the sculpture (see Figure 4).  
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Figure 4 (a-d). Restoration of the Virgen de los Desamparados. a) Internal detail of the 
prosthesis applied. The magnets inside the inorganic mortar can be seen; b) External 
view of the prosthesis before the chromatic intervention; c) after the colour reintegration; 
d) General view of the restored sculpture. 

 

6. Conclusions 

This study of the application of magnetic systems to a real sculpture shows the need to 
develop appropriate and systematic magnetic systems in the field of sculptural  and 
ornamental works. There are only a few examples in which magnetic materials have 
been applied, but their use has been limited by the skills and criteria of the 
conservator/restorer, since they did not perform previous studies. In contrast, the 
theoretical model and simulation developed in this work will help the restorer to select 
the most appropriate magnets and to calculate their optimal position. This approach 
guarantees the smallest magnetic field extending out of the sculpture, and avoids 
contamination from ambient particles. Paraloid B72 was selected to fix the magnets to 
the prosthesis, and the artwork showed good adhesive force, enough elongation and 
reversibility of the intervention. The restoration process has returned legibility to the 
Virgen de los Desamparados by restoring the missing head-hair-crown section. 
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