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Abstract We present results derived from continuous and

localized 35 keV 55Mn? ion implantations into ZnO.

Localized implantations were carried out by using self-

ordered alumina membranes as masks leading to ordered

arrays of implanted volumes on the substrate surfaces.

Defects and vacancies in the small implantation volumes of

ZnO were generated due to the implantation processes

besides the creation of new phases. Rapid thermal

annealing was applied in the case of continuous implan-

tation. The samples were characterized by HRSEM,

GIXRD, Raman spectroscopy and RBS/C. Magnetic

characterization of the samples pointed out appreciable

differences among the samples obtained by the different

implantation methods. This fact was mainly attributed to

the different volume/surface ratios present in the implanted

zones as well as to the increase of Mn atom concentrations

along the grain frontiers in the nanostructured surfaces. The

samples also showed a ferromagnetic transition phase at

temperature value higher than room temperature.

Keywords Ion implantation � Nanoporous anodic

alumina �Magnetic semiconductors �Magnetic properties �
ZnO

Introduction

Since the prediction of room temperature ferromagnetism

in Mn:ZnO [1, 2] there has been great efforts to obtain this

material, especially nanostructures, using a wide variety of

strategies from the well-known material growth techniques

to novel deposition and implantation methods [3–6]. The

presence of ferromagnetism in this kind of materials was

firstly claimed by Sharma et al. [7], while other authors

founded spin glass, or simply non-magnetic behavior [3].

Previous works on Mn:ZnO pointed out different key

factors determining the magnetic response of these novel

materials, such as structural and composition changes, and

atomic shared surfaces [8–10]. However, the existence of

metastable phases [8] as a result of ion implantation pro-

cesses can be a feasible explanation of such magnetic

behavior. One of the most accepted hypotheses establishes

that Mn atoms with different oxidation states sharing sur-

faces with intermediate O atoms are responsible of the

observed magnetism. According to that, particularly in thin

films, the shared surface between Mn atoms at the grain

boundaries of different phases is a key condition to obtain

ferromagnetic coupling. It is therefore reasonable to expect

an enhanced ferromagnetic behavior in materials where the

Mn atoms are arranged in a structure with a high surface to
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volume ratio. Theoretically, this ferromagnetism is carrier

mediated and thus the control of Mn atoms in sub-micro-

metric confined volumes of ZnO matrixes is an important

issue.

Experimental works on ion implantation of different

atomic species into micrometric confined volumes [11]

have shown that different diffusion and clustering proper-

ties of the implanted species may exist compared to con-

tinuum film implantation. The ion implantation processes

usually give place to the generation of vacancies and point

defects in crystalline matrixes, which strongly affect the

carrier transport. In the particular case of Mn implanted

ZnO, an anomalous creation of Zn interstitials has been

studied 20 years ago [12] and, more recently, it has been

reported that even non-doped ZnO nanostructures can show

ferromagnetism [13] due to special arrangement of Zn and

O atoms within ZnO crystalline structure confined into

porous anodic alumina (PAA).

In this work first results following a new strategy of

Mn:ZnO fabrication are presented. The objective is to

elaborate a nanostructured array of implanted Mn:ZnO thin

film using ZnO bulk single crystals as substrates, in order

to study the effect of continuum versus localized ion

implantation on the structural and magnetic properties. The

Mn ion implantation into ZnO crystals surfaces is here

performed by a continuum (i.e. conventional) method and,

in addition, by using highly ordered self-assembly PAA

membranes as implantation masks [14]. In the latter case, it

is expected that the shared surface where Mn atoms have

been implanted will increase and therefore an enhanced

magnetic responses should be observed compared to the

former implantation method.

Experimental

Small pieces of ZnO (wurzite) nominal single crystal (MTI

Crystal Corp.) with polished m-plane surface orientation

\100[ and a density of 5.2 g cm-3 were used as sub-

strates. Ion implantation was performed at normal inci-

dence with 35 keV 55Mn? ions to a total fluence of

4.2 9 1016 cm-2 and an average current density of

0.4 lA cm-2. Simulation of the implantation profiles were

carried out by the TRIM (version SRIM2006) [15] code,

suggesting an essential Gaussian distribution, see Fig. 1a

with a projected range of 20 nm and a straggling of 10 nm.

The maximum peak concentration of Mn atoms is &22%.

The lateral projected range and straggling were estimated

to be 7 and 8 nm, respectively. After ion implantation, the

so-called continuum implanted samples were annealed

applying a rapid thermal annealing process (RTA) in O2

atmosphere at 800 �C for 3 min.

Prior to the implantation process, some samples were

covered with PAA membranes obtained by the well-known

anodization processes reported elsewhere [16, 17]. The

used PAA had a thickness of 2 lm, an average pore

diameter of 265 nm and inter-pore spacings of 450 nm, see

Fig. 1c. Consequently, the exposed areas of the substrates

under the masks roughly correspond to 54% of the total

area. The aspect ratio of the used mask allowed to per-

forming the implantation without any alignment procedure

[14, 18, 19]. According to the TRIM code, 35 keV 55Mn

ions are completely stopped by a 2 lm PAA membrane

(q = 2.3 g cm-3 [17]), so substrate areas between the

pores should not be exposed directly to the ion beam. In

addition, no overlapping of implanted volumes seems

possible due to the small lateral straggling compared to the

distance between the pores, see Fig. 1b. Thus, the

implanted volumes are predicted to have a disc shape

distributed in a hexagonal centred array. Sample labels

with a brief description are given in Table 1.

The samples were examined with high resolution scan-

ning electron microscopy (HRSEM) using a Jeol Micros-

copy mod. JSM 6335F, micro-Raman spectroscopy with a

HRLabRam spectrometer attached to a metallographic

microscope. The excitation was done with a He–Ne laser

line at 633 nm and grazing incidence (0.5�) X-ray dif-

fraction (GIXRD) patterns were also received from Pana-

lytical mod. X’Pert Pro, due to the special characteristics of

M1 type of samples, the employed time in these mea-

surements were 6 times longer compared to rest of samples

types. In addition, random and channeling Rutherford

backscattering spectrometry (RBS/C) was performed with

2 MeV 4He? ions, backscattering angle 167�, in order to

establish the experimental Mn distribution and damage

profiles. The magnetic properties were determined in a

superconductive quantum interference device (SQUID)

before RBS measurements in order to not alter the mag-

netic response of samples. Magnetization as a function of

temperature was measured under 1 kOe parallel to surface

applied field from 4 to 300 K. Hysteresis loops were

measured at the extreme temperature values.

Results and Discussion

Continuum Implanted Samples

h–2h XRD diffractograms of the virgin samples C0 showed

only peaks associated to \100[ ZnO (Fig. 2a). However,

GIXRD of C0 presented diffraction peaks corresponding to

the (110) ZnO crystalline planes in addition to the (100)

(Fig. 2b). The (100) peak increased in intensity while the

(110) peak decreased its intensity when increasing the

incidence angle from 0.5 to 1�, suggesting a very thin ZnO
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polycrystalline layer on top of the bulk ZnO single crystals.

GIXRD diffractograms of the continuum implanted sam-

ples C1 and C2 showed differences in the structure com-

pared to those received from C0 samples, see Fig. 2a.

GIXRD spectra of C1 and C2 samples, Fig. 3a, showed

broad peaks that can be associated to the overlapping of

different crystalline phases of ZnO and ZnMnO3 or simply

to a contraction of ZnO structure due to the inclusion of Mn

atoms in the ZnO lattice. Therefore, it is rather difficult to

unambiguously determine the structure using only this

technique. The intensity of the peaks associated to the

virgin ZnO samples is reduced for both C1 and C2 type

samples. Nonetheless, a complete amorphization of ZnO is

not expected due to its high amorphization threshold at

room temperature [12]. Interestingly, in the C2 sample we

observe a new peak, not seen in the original ZnO sub-

strates, nor in C1. This peak is related to ZnO and ZnMnO3

planes, revealing a polycrystalline structure.

Raman spectra of the C0 samples showed the typical

vibrational modes of ZnO [20, 21] (see Fig. 4a). The reg-

istered spectra from as-implanted samples, C1 and M1,

presented similar Raman bands in the 200–506 cm-1 range

(Fig. 4b). They also exhibited a broadband ranging from

506 to 599 cm-1 which includes the 540 cm-1 peak

ascribed to the ZnO 2LA mode [9]. Recently, this broad-

band has been detected in N?- and P?-implanted ZnO as

well [22–24]. The C2 samples spectra did not display this

broadband but showed similar features as C0 type (Fig. 4a)

with only some differences in the intensity of the bands.

This could be ascribed to the different crystalline orienta-

tions present in this sample after RTA treatment seen by

GIXRD.

Fig. 1 a Simulation of Mn ion

distribution depth. b Scheme of

restricted implanted volumes.

Surface HRSEM micrographs of

c the original PAA mask and d
the M1 sample after ion

implantation and mask removal

Table 1 Sample labels, obtained GIXRD results, crystalline phases,

and estimated grain sizes of implanted samples

Sample

type

Description Main Bragg

reflections

Mean grain

size (nm)

C1 Continuum as-

implanted

ZnO (110) 26.5

ZnMnO3 (511) 6.7

C2 Continuum implanted

annealed

ZnO (103) 9.0

ZnO (110) 22.0

ZnMnO3 (511) 5.7

ZnMnO3 (440) 16.6

M1 Masked

as-implanted

ZnO (100) 12.7

ZnO (110) 22.5

ZnMnO3 (511) 2.5
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Representative RBS channeling spectra of the Zn lattice

are shown in Fig. 5 for samples belonging to C0, C1, and

C2 types. Channeling measurements of C0 samples showed

a vm = 9.3%. Channeling measurements of C1 samples

revealed an average structural damage (vm = 58.8%) in the

Zn lattice as far as 50 nm from the surface (channel 430-

440). This damage peak did not reach the random level

indicating that the sample is not fully amorphous in this

region, confirming the GIXRD results. The Zn damage is

followed by a peak at channel 417, which is due to the

implanted Mn atoms. The maximum concentration of Mn

is located at roughly 20 nm from the surface, in agreement

with the TRIM simulation. Also, the estimated amount of

implanted Mn from the spectra agrees, within the experi-

mental error, with the simulations. The channeling spectra

of C2 type samples exhibited a lower yield (vm = 41.2%)

and a lesser broadening of the damaged zone signal near

the surface than that observed for the C1 samples. The peak

position related to the implanted Mn seems to remain at the

same location as it was detected in sample C1. No broad-

ening due to diffusion of the Mn profile is clear. Since

concentration profiles of both type of samples are quite

similar, it is hard to elucidate if Mn atoms suffered some

diffusion under the given annealing conditions [12]. The

decrease of the channeling yields of C2 compared to C1

suggest that the original damaged ZnO crystalline lattice is

partially recovered after the RTA process, once again, in

agreement with the GIXRD results presented above.

For the C1 and C2 samples the measurements in RBS

random geometry show that the Mn signal appears at about

the same channel position as it was obtained in RBS

channeling geometry. No significant modifications of the

Mn atoms concentration profiles could be observed in both

type of measurements. However, the yield of the Zn atoms

decreased beyond channel 427 compared to the random

level in the case of virgin samples C0. This fact indicates a

diminution of the Zn atoms concentration from the surface

to a maximum depth of approximately 80 nm. This

decrease in the Zn atoms concentration is attributed to the

increasing Mn atom concentration in that zone. Part of the

Zn atoms are displaced to deeper locations, and it has

previously been reported that Zn suffers anomalous dis-

placement as interstitials defects [12].

Crystalline structure variations in the C1 samples com-

pared to the C0 type due to the ion implantation were reg-

istered in the GIXRD and micro-Raman spectra, but no

signal indicating Mn clustering was detected. The damages

in the crystalline ordering can be summarized by the changes

of the main crystallographic orientations detected in addition

to the appearance of significant features that can be associ-

ated to the incipient formation of ZnMnO3 or related crys-

talline phases. Although these phases were not identified

from the micro-Raman analysis, the broadband displayed in

the Raman spectra could reinforce the affirmation of the

creation of a damaged zone with oxygen vacancies and/or Zn

atom interstitials [25, 26]. The Raman spectra of the C2

samples have similar features as the C0 samples. For C2

samples the GIXRD spectra show an amorphous halo, which

means that RTA induced only partial re-crystallization of the

damaged zone followed by an increase of the grain size. The

appearance of clear diffraction peaks in C2 spectra associ-

ated to ZnO and ZnMnO3 phases, which were not detected in

C0 and C1, can be attributed to the rearrangement of the Zn

displaced atoms and the growing of texturized ZnMnO3 as

most probable compound. ZnO distorted signals were

detected both in the GIXRD and micro-Raman spectra from

C2 samples. The ZnMnO3 XRD peaks were also detected in

GIXRD spectra of these samples but this phase was not

registered in micro-Raman spectrum obtained from C2

samples. This fact may be associated to Zn1–xMnxO un-

reacting metastable phase, which have been reported at

temperatures lower than 750 �C [26], far from the detection

limit of micro-Raman technique or a substitutional Mn:ZnO

phase.

Fig. 2 a C0 XRD diffractogram in h–2h geometry. b C0 GIXRD

diffractogram at 0.5 and 1�
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Masked Implanted Samples

HRSEM images of M1 samples displayed a noticeable

ordered pattern of hexagonal symmetry at the surface, see

Fig. 1d. This pattern is a consequence of the masking effect

of the PAA during the ion implantation. In addition to

sputtering of the substrate, the mask may also be subjected

to some sputtering. There might even be some re-deposi-

tion of mask and substrate material. A simple TRIM

estimation (assuming amorphous ZnO) gives a sputter

depth of roughly 50 nm for the applied fluence, although

this value is probably overestimated for a crystalline

material. There is no clear evidence from the RBS results

of C1 that there is such high sputtering depth. It should be

noted that no signals from masks elements (Al and P) were

detected with the employed techniques.

The GIXRD diffraction patterns of M1 samples pre-

sented similar features compared to that received from C1

Fig. 3 a GIXRD representative

diffractograms of C0, C1, and

C2. b M1 sample (note the

different scales). Arrows
indicate ZnO orientation and

crosses indicate ZnMnO3

orientations
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samples, Fig. 3b. Nonetheless, the M1 sample diffracto-

gram clearly reflected the existence of a peak associated to

\100[ZnO. The existence of this peak can be assigned to

the non-implanted zones of ZnO substrate between the

pores of PAA, which are affected by surrounding stresses

from the implanted zones. The calculated grain size for

\511[ ZnMnO3 in M1 samples was smaller than in C1

and C2. This effect may be ascribed to different diffusion

mechanisms in the localized implanted volumes, as previ-

ously observed by Sun et al. [11] following restricted Au

implantation into TiO2.

Raman spectra of the M1 samples also reflected simi-

larities to those obtained for C1 samples. The observed

broadband ranging from 506 to 599 cm-1 also point out the

same implantation effects as in C1 type. However, the

slightly lower intensity of this band points out a smaller

Fig. 4 Micro-Raman spectra of

the implanted samples: a C2

compared to C0 and b C1

compared to M1
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damaged volume than that detected in C1 samples in

accordance with the smaller volume affected by ion

implantation. We have assumed that the induced damage

volume and Mn atoms profile is similar to that in the

continuum implanted sample, and the nanostructure of M1

samples is approximated by an array of discs with a

diameter of 280 nm. We define the thickness of the discs as

the combined width of the Mn distribution and the sur-

rounding affected damaged volume, which from the RBS

data can be around 50 nm.

Magnetic Characterization

Magnetic measurements showed hysteretic behaviors at 4

and 300 K for all implanted samples. Due to the large

volume of the substrate (2 mm in thickness), compared to

the thin implanted layer, the hysteresis loops exhibited a

large linear diamagnetic signal, which is ascribed to the

single crystalline ZnO substrate (data not shown). After

removing these linear contributions from the raw data and

normalize to the fluence of implanted Mn atoms (taking

into account the different exposed surface in the M1 type

samples), resultant characteristic hysteresis loops are

shown in Fig. 6a and b. The coercive fields (Hc) and nor-

malized remanence/saturation magnetization moment ratio

(Mr/Ms) of samples were calculated (see Table 2). The

hysteresis loops from C1 and C2 samples presented a softer

magnetic behavior, i.e., lower coercive field than M1

sample. The increased coercive field in M1 can be asso-

ciated to the effect of shape anisotropy, which is more

intense in an array of implanted zones compared to a

continuum implanted layer.

Magnetization values versus temperature between 4 and

300 K are shown in Fig. 6c, after subtraction of the linear

diamagnetic contribution from raw data and normalized to

magnetization value at 4.2 K. In these curves a clear

change at 275 K in all implanted samples can be observed.

When the temperature is increased, the magnetization

values suffer an abrupt decreasing at 275 K, which can be

associated to magnetic phase changes. These changes

become much clearer from the derivate of M(T) plotted in

Fig. 5d for all samples. The most noticeable dips are seen

in the M1 and C2 samples at 275 K. The observation of

hysteresis loop for this temperature indicates the presence

of a common ferromagnetic phase in all samples having a

Curie temperature (TC) higher than 300 K.

The presence of a hysteretic behavior, at 4 and 300 K,

can be associated to ferromagnetism, although alternative

cooperative magnetic interactions can be argued [27], such

as ferrimagnetism or antiferromagnetism in coexistence

with ferromagnetism. The observed magnetic response can

be explained in terms of multiphase system where the

existence and interaction of diverse compounds and

metastable phases are given as it was indicated by the

structural characterization.

A starting point for this explanation would be to identify

a phase with a TC at 275 K and to rule out those for which

their TC does not fit with 275 K. The explanation of the

observed magnetic response might be ascribed to diverse

manganese oxides [28], e.g., MnO, Mn2O3 and MnO2,

which are well known to be antiferromagnetic below the

Néel temperature of 116, 100 and 84 K, respectively, and

bulk Mn3O4 exhibiting ferromagnetism with TC = 42 K.

Magnetic behavior of several transition metal-ZnO spinels

have recently been reported [29], with TC lower than 275 K

being the temperature at which a magnetic phase change

occurs in our samples. However, ZnMnO3 has a TC higher

than 300 K [29], so the formation of this phase explains the

hysteretic response at 300 K observed for all samples and

its relative abundance might explain the different Ms values

at 300 K, for the different sample.

The observed magnetic ordering at temperatures lower

than 275 K can be explained by assuming that part of the

Mn atoms form non-ferromagnetic compounds [29] but

with different magnetic susceptibility from ZnO, and that

the other part of Mn atoms participate in (1) a short range

indirect exchange and (2) a double exchange mechanisms

[27]. In the first case, the magnetic interaction results in

antiferro- or ferromagnetic ordering, whereas in the second

case it results in ferromagnetic coupling. These mecha-

nisms have been reported for systems where there are

highly shared surfaces, e.g. thin multilayers [8–10] and the

Mn atoms present different oxidation states. Our systems

have similar characteristics to those mentioned above.

There is a high ratio between Mn atoms situated on shared

surfaces, at grain boundaries and atoms inside those grains

of polycrystalline implanted volumes. This ratio is higher

Fig. 5 Channeling RBS spectra of C0, C1, and C2 samples taken

along the surface normal. The depth scales were obtained by using the

surface energy approximation
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in masked implanted samples than in not masked ones. The

high Ms per implanted Mn atom fits well with that obtained

by Norberg et al. [5] for thin nanocrystalline films. This

fact reinforce the idea referred to that the magnetism

appearing in all theses structures is originated by Mn atoms

with different oxidation states situated at the grain

boundaries of different phases.

On the other hand, the confirmed partial recovering of

the crystalline ordering in the annealed sample is also

responsible for a local arrangement of ions and therefore of

different magnetic responses. The existence of defects and

vacancies are key factors for the magnetic behavior of

doped ZnO [3, 30]. In our case, there are no definitive and

clear evidences of substitutional Mn; however, the exis-

tence of O vacancies and Zn defects, the last ones detected

by RBS, induced by the ion implantation process in ZnO,

plays an important role. For example, the O vacancies

favor antiferromagnetism and Zn defects contribute to

ferromagnetism [31], but also these vacancies and defects

change the magnetic permeability from original ZnO. M1

and C1 samples reflected more damaged crystalline struc-

ture than C2 type. Thus, it can be assumed that in those

samples, the enhanced magnetic response per Mn atom is

Fig. 6 Magnetic measurements of the C1, C2 and M1 samples. a 4 K and b 300 K. The magnetization has been normalized to the number of

implanted Mn atom. c M(T) as function of temperature measured at 1000 Oe and normalized to Ms (4 K, 1000 Oe) and d its derivate

Table 2 Magnetic properties of the different samples measured at

4 K and 300 K

C1 C2 M1

T (K) 4.2 300 4.2 300 4.2 300

Hc (Oe) 123 77 109 75 269 121

Mr/Ms 0.22 0.11 0.15 0.15 0.27 0.11

Ms (lB/Mn) 1.6 1.15 1.3 0.8 2.2 0.7

Hc is the mean coercive field, Mr is the remance field, and Ms is the

saturation magnetic moment. M stands for magnetization. Mr and Ms

have been normalized to the total amount of implanted Mn atoms.

Note the number of implanted atoms in M1 is different from the other

cases
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highly influenced by the partial loss of crystalline order, the

existence of associated defects and also by participation of

more Mn atoms on the grain boundaries compared to C2

sample. Inclusive, the even higher participation of Mn

atoms located at grain boundaries in M1 samples makes the

magnetic response in this sample higher than in C1 sample.

Conclusions

Manganese ions of 35 keV have been successfully

implanted into ZnO. The ion implantations were carried

out, both in a conventional way (yielding a continuous thin

layer), and locally through the pores of a PAA. In the latter

case, a nanostructured surface with surface/volume ratio

higher than that achieved in the continuous implanted

samples was obtained improving the magnetic response.

Differences in the structure after implantation and

RTA were detected and associated to preferential crys-

talline planes and changes in grain sizes at the nano-

metric scale. RTA in O2 atmosphere partially recovered

the crystalline order, but did not indicate an appreciable

diffusion of Mn atoms in the ZnO matrix. Structural

results indicated a probable recrystallization processes

and the existence of metastable phases even after RTA.

The analyzed magnetic responses suggest cooperative

interactions between these phases which increase the

values of the saturation magnetization. The activation

temperature of the detected magnetic phases at 275 K

does not correspond to those previously reported for Mn

and Zn–Mn oxides, in accordance with the observed

structural results. The origin of room temperature ferro-

magnetism has been associated to ZnMnO3 as the most

probable compound.

The higher values of Hc in the locally implanted sample

were ascribed to shape anisotropy. The increasing numbers

of Mn atoms participating in the magnetic interaction due

to the increased shared surfaces at grain boundaries and the

generated defects by the ion implantation improve the

quality of the magnetic response in masked sample com-

pared to the continuum implanted one. The techniques

reported here may be useful for designing new fabrication

methods for nanostructured devices or to induce high

concentration levels of impurities and defects in confined

volumes.
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