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In this work, the ac admittance of a thick film nickel manganate spinel negative temperature
coefficient thermistor ceramic system containing a glass phase is investigated. The dominating
relaxation process is a grain boundary �GB� effect and has been investigated comprehensively. We
present double-logarithmic plots of the specific admittance �� vs � and ��� /�dc� vs �, and specific
impedance z� vs −z� /� and ���dc /z��−1� vs �, in order to characterize GB charge transport. Using
the complex admittance notation ����, an unusually low Jonscher exponent of frequency �0.007
was obtained and the GB relaxation displayed close to ideal behavior. © 2008 American Institute of
Physics. �DOI: 10.1063/1.2938029�

I. INTRODUCTION

Strongly correlated electron spinel type manganate ox-
ides exhibit a uniform negative temperature coefficient of
resistance �NTCR� between 140 and 520 K without any signs
of electronic phase transitions.1 The direct current �dc� con-
ductivity versus temperature ��dc-T� curve in polycrystalline
samples has been shown to follow a localized small-polaron
hopping model for variable-range hopping �VRH�,2 typical
for transition metal oxides with a strongly localized character
of charge carriers. Small-polaron dc hopping conductivity
�dc can be described by the following generalized
expression:3

�dc = DT−� exp�−
T0

T
�p

, �1�

where D is the temperature independent contribution to the
conductivity, T0 a characteristic temperature, � describes the
pre-exponential temperature dependence, and p the exponen-
tial power law dependence. For conventional VRH 0.25� p
=� /2�0.5,4 for nearest-neighbor polaron hopping �NNH� in
the quantum tunneling regime p=�=1, and for Boltzmann’s
thermally activated transport p=1 and �=0.5 In a previous
study, impedance spectroscopy data from thick film nickel
manganate were analyzed in the impedance notation. The
main impedance contribution was classified as a grain
boundary �GB� effect from the specific capacitance, which
was in a typical range for GB relaxation processes.6 The GB
relaxation was dominant in the full frequency range �up to
�2 MHz�. The thick film impedance was found to be
strongly dominated by the GB resistance, which showed ap-
proximately identical �dc-T behavior compared to the dc
curve of NiMn2O4 pellets. This implies that bulk and elec-
trode interface resistance, and contributions from the thick
film glass phase are all insignificant.

Here, the complex admittance notation is used, which
can reveal a great deal of additional information, to further
characterize the alternating current �ac� hopping transport.
The extraction of critical frequency exponents was achieved
by determining the slope of double-logarithmic plots of vari-
ous expressions versus frequency �. Such plots require data
representation in the admittance notation �the method is then
often termed admittance spectroscopy�. Critical exponents
are commonly extracted only for intrinsic bulk contributions
at the high frequency end, but not for GB relaxation pro-
cesses. GB and bulk relaxation processes often show strong
overlap in admittance and impedance spectra, which hinder
the detailed analysis of intermediate frequency GB relax-
ation. Here, the absence of a perceptible contribution from a
bulk relaxation process allowed studying the pure GB con-
duction in detail.

II. COMPLEX ADMITTANCE AND IMPEDANCE

The complex specific impedance z�= �z�+ iz�� or specific
admittance ��= ���− i��� of electrode interface, GB, and
bulk relaxation phenomena in polycrystalline materials are
commonly described by a parallel resistor–capacitor circuit
�RC element�.7 In the complex admittance notation ���

= �z��−1� parallel circuit elements are additive, leading to a
simple expression for the complex admittance �RC

� of a
single ideal RC element as follows:

�RC
� ��,T� = �dc�T� + i�c�, �2�

where �dc is the dc conductivity of the resistor and c� the real
part of the specific capacitance �c�=�0���, and �0 and �� are
permittivity of vacuum and relative permittivity of the re-
spective relaxation in the sample. In reality, few systems be-
have in a perfect Debye manner as represented by ideal re-
sistors and capacitors. In order to account for non-Debye
response, ideal capacitors are commonly replaced by
constant-phase elements �CPEs�.8 CPEs exhibit a frequency
independent constant-phase angle with respect to the re-
sponse from an ideal capacitor. In the complex admittance
notation, a CPE replacing an ideal capacitor is given by
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�CPE
� = �i��ncm� , �3�

where n is an empirical parameter close to 1: n�1 and cm� is
the real specific capacitance in modified units of F sn−1. This
leads to the following real part admittance �� for the widely
used R-CPE circuit of parallel resistor and nonideal CPE
capacitor, using the relationship �i�n=cos�n� /2�
+ i sin�n� /2�:

�� = �dc + cm� �n�cos
n�

2
� , �4�

which can be expressed in the following simplified form:

��

�dc
= 1 + A�n, �5�

where A is a material and sample specific expression con-
taining all frequency independent parameters. Equation �5�
corresponds to Jonscher’s universal response law,9 and ap-
plies to almost all localized electron hopping systems known.
Whereas Eq. �5� scales the high frequency dependence of ��
in hopping systems, several further attempts can be found in
literature to scale the temperature dependence as well. For a
wide range of materials, data sets of �� vs � taken from one
sample at various temperatures can be plotted in one single
master curve:10,11

��

�dc
= 1 + �C	e2�

kBT�dc
�M

, �6�

where C is a constant, 	 the reciprocal electron localization
length, e elementary charge, kB Boltzmann’s constant, and M
an empirical factor. Expression �6� has been suggested for
localized electron ac hopping in conventional semiconduc-
tors in the low temperature impurity conduction regime, with
R values of R=0.725 �Ref. 10� and R=0.8.12 Applying the
relationship between Jonscher’s law and CPE exponent �Eqs.
�4� and �5��, such � dependence may be associated with an
R-CPE equivalent circuit with M =n.

Universal expressions such as Jonscher’s law �5� and the
universal scaling law �6� are preferably expressed in the ad-
mittance notation; other formalisms yield more complicated
expressions. For example, the simplest universal expression
for the real part of impedance z� of an R-CPE circuit may be
expressed in the form of

�dc

z�
=

1 + 2A�n + B�2n

1 + A�n , �7�

where A and B are frequency independent material
and sample specific constants. In the high frequency limit
��→
�, Eq. �7� shows an effective �n dependence �n�1�
and an �2 dependence for an ideal RC element �n=1,A
=0,B= �c��dc�2=�2�, where � is the relaxation time of the
respective RC element and �dc the resistivity of the resistor
R.

III. EXPERIMENTAL

The production of thick film NTCR spinel manganate
samples ��25 �m� containing a glass phase has been de-
scribed elsewhere.13 It was shown previously that the mac-

roscopic impedance at T120 °C can be fitted precisely
with an equivalent circuit containing a series of one R-CPE
and one RC element representing interface and GB
contributions.6 A detailed description of the experimental
setup for ac impedance spectroscopy between 60–220 °C
using a HP 4192A LF impedance analyzer at frequencies of 5
Hz–6 MHz can be found elsewhere.14 The data shown here
were all cut at 2 MHz, in order to not display data dominated
by noise contributions. This has been shown to be appropri-
ate in many instances previously.7,15

IV. RESULTS AND DISCUSSION

Impedance �admittance� spectroscopy data obtained
from thick film nickel manganate are plotted in Fig. 1 be-
tween 60–220 °C on double-logarithmic z� vs −z� /� axes.
This data representation was suggested by Abrantes et al.16

The inset figure shows conventional complex plane imped-
ance plots of −z� vs z�. Plots of z� vs −z� /� clearly display
two distinctively different regimes. The intermediate/high
frequency contribution arises from the dominating high re-
sistance GB contribution. The low frequency contribution
can be identified as an electrode sample interface effect,
which cannot be resolved from the −z�-z� semicircle arcs due
to relatively low contact resistances.

Good linearity of the main GB contribution in −z� /� vs
z� �Fig. 1� indicates the presence of an approximately ideal
capacitance. For a nonideal R-CPE circuit, the curves would
show convex bending. The 60–100 °C curves show devia-
tion from linearity at high frequency, which indicates high
frequency noise. For a typical bulk contribution, an addi-
tional abrupt drop in the curve at high frequencies would be
expected, in contrast to the observed gradual upturn.

The analysis of double-logarithmic plots of �� versus
frequency �Fig. 2� confirmed quasi-ideal behavior: �� is ap-
proximately independent of �, as expected for an ideal re-
laxation �Eq. �2��, and ��=�dc.

In order to investigate the � dependence of �� in more
detail, the exponent n �Eq. �5�� was determined by plotting
log��� /�dc� vs log���. Figure 3 displays log��� /�dc� ap-
proximately independent of � at low frequency, in the inter-
mediate range a slope of q�0.007 indicates an exponential
�0.007�0.001 dependence, and at high � a larger exponent of
n�1 shows. The intermediate behavior dominated by the
GB contribution was interpreted as a manifestation of a
quasi-ideal relaxation process. The value of n=0.007 is one
of the lowest values reported in hopping systems known to
the authors, and is close to frequency independent behaviour
of an ideal RC element.

At high frequency, an upturn of the curve indicates a
rapid increase of the � exponent, which could potentially be
a manifestation of a high frequency bulk relaxations process.
This upturn occurs at relatively high frequency though and
noise contributions may be the likelier explanation.

In the inset of Fig. 3, data are plotted as log��� /�dc� vs
log��T4 /�dc� in order to establish a master curve where all
data points accumulate. An empirical T dependence of T4�1

had to be assumed, which leads to the following purely em-
pirical scaling law:

113710-2 R. Schmidt and A. W. Brinkman J. Appl. Phys. 103, 113710 �2008�

 [This article is copyrighted as indicated in the article. Reuse of AIP content is subject to the terms at: http://scitation.aip.org/termsconditions. Downloaded to ] IP:

147.96.14.15 On: Thu, 23 Jul 2015 08:37:46



��

�dc
= 1 + � T4�

C��dc
�0.007

, �8�

where C� contains all frequency and temperature indepen-
dent parameters.

In order to extract the � exponents in the impedance
notation, data were plotted as log���dc /z��−1� vs log���
�Fig. 4�. In the inset of Fig. 4, it can be seen that all data
points accumulate on a master curve scaled with �dc, if no
temperature dependence is used at all. Obviously, scaling
with �dc and �dc leads to very different temperature depen-

FIG. 1. �Color online� z� vs −z� /� plots of Abrantes et al. on double-logarithmic axes ��=data, �=model� at T=60–220 °C; irregular behavior at high �
for T=60–100 °C is displayed; at T120 °C regular fits were obtained using a series of a R-CPE �interface� and RC �GB� element. Inset: conventional −z�
vs z� plots.

FIG. 2. �Color online� �� vs � on double-logarithmic axes for T
=120–220 °C��=data, �=model�; good linearity indicates an approxi-
mately ideal capacitor; curves equidistant on the log���� axis at various T
confirm the exponential T dependence of GB hopping conductivity.

FIG. 3. �Color online� log��� /�dc� vs �; Inset: log��� /�dc� vs ��T4� /�dc

using logarithmic x-axes.
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dencies, which demonstrate the completely empirical and
somewhat random nature of master curve scaling of the ac
hopping temperature dependence. In fact, the scaling pre-
sented in the inset of Fig. 3 is not ideal.

A crossover from �1 to �2 behavior is indicated in Fig.
4, which corresponds to nonideal and quasi-ideal relaxations,
respectively �Eq. �7��. The low frequency electrode interface
contribution may therefore be attributed to a nonideal capaci-
tance. This can be explained by the expected reduced dimen-
sionality of the interface.17 The quasi-ideal behavior of the
GB relaxation displayed in the impedance notation confirms
the results obtained previously from the admittance notation.

V. CONCLUSIONS

In conclusion, it has been shown that ac hopping con-
ductivity in ceramic spinel manganates results in an unusu-
ally low exponential � dependence of the admittance �� /�dc

of q=0.007�0.001. Quasi-ideality of the relaxation process
was identified by the lack of a higher � exponent and in a �2

dependence of the normalized impedance �dc /z�. At low fre-
quency, a dependence of �dc /z���1 indicated the presence
of a nonideal electrode interface relaxation. For data fitting,
it may be most reasonable to employ an equivalent circuit of
one R-CPE �interface� and one RC �GB� element in series,

which has been indeed shown previously to lead to reason-
able fits.6

Double-logarithmic log��� /�dc� vs log��� and
log���dc /z�	−1� vs log��� type plots were shown to be pow-
erful tools to determine critical � exponents. Empirical uni-
versal scaling laws allowed plotting all frequency and tem-
perature dependent data in the admittance and impedance
notation in purely empirical master curves. Using the z� vs
−z� /� plots of Abrantes et al., the low frequency electrode
interface contribution could be deconvoluted. No clear indi-
cations for a high frequency bulk relaxation were detected.
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