
Structural Phase Transitions in BaTi03 Studied via 
Perturbed Angular Correlations 

J. Roth, M. Uhrmacher, R de la Presa, L. Ziegeler, and K. P. Lieb 
II. Physikalisches Institut, Bunsenstr. 7-9, Universität Göttingen, D-37073 Göttingen 
Reprint requests to Dr. M. U.; Fax: +49-551-394493; E-mail: uhrmacher@up2u06.gwdg.de 

Z. Naturforsch. 55 a, 242-246 (2000); received August 24, 1999 

Presented at the XVth International Symposium on Nuclear Quadrupole Interactions, 
Leipzig, Germany, July 25 - 30, 1999. 

Phase transitions in the ferroelectric perovskite BaTi03 were studied for 111 In-implanted poly-
crystalline samples by measuring the electric field gradients by means of Perturbed Angular Correla-
tion spectroscopy. The phase transitions between the orthorhombic rhombohedral tetragonal 

cubic lattices were investigated in 2 - 10 K steps, for increasing and decreasing temperatures, 
in order to determine their hysteresis. The transition parameters are compared with results from 
measurements of the spontaneous polarization, electric susceptibility and neutron scattering. 
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1. Introduction 

Among the perovskites, BaTi03 is the most impor-
tant ferroelectric compound which is widely used in 
electromechanical actuators, sensors, ceramic capa-
citor dielectrics and photo-galvanic devices [1-3]. Its 
crystal structures, structural and electric phase tran-
sitions have been analyzed in much detail using sev-
eral methods, such as neutron and X-ray diffraction, 
electric susceptibility, etc. Previous results from Per-
turbed Angular Correlation (PAC) spectroscopy in 
BaTi03, Ba(TiHf)03, and CdTi03 using 181Hf/181Ta 
probes have been reported by Catchen et al. [4 - 6] 
and by Schäfer et al. [7]. Recently, Uhrmacher and 
collaborators [8] have published first PAC results in 
BaTi03 using 111 In/111 Cd hyperfine probes. Their sur-
vey measurements showed the occurence of electric 
field gradients (EFG) in the non-cubic phases, present 
below the Curie temperature Tc = 393 K. Structural 
phase transitions can be monitored via PAC, if the hy-
perfine probe atoms substitute specific cation lattice 
sites. Several recent studies on perovskites of the type 
A2 +B4 +03 [9, 10] using 18'Hf and 11'In probe nuclei 
have given evidence that the main hyperfine fraction 
can be attributed to substitutional B-site implantation 
of the probes. 

The present PAC measurements for 111 In/ '"Cd 
probes in polycrystalline BaTi03 samples aim at scan-

ning, in finer temperature steps than in [8], the struc-
tural phase transitions, which occur between the cu-
bic phase (I, paraelectric), the tetragonal phase (II), 
the orthorhombic phase (III), and the rhombohedral 
phase (IV). The approximate transition temperatures 
are TQ= 193 K for the IV <s> III transition, T0' = 278 K 
for the III ^ II transition and Tc = 393 K for the II 
-̂ >1 transition [4 - 6, 8]. 

2. Experiments 

The PAC measurements were carried out for poly-
crystalline BaTi03 powder samples of 99.995% purity 
which were pressed into pellets, 4 mm in diameter and 
0.5 mm thick. Powder X-ray diffraction analyses at 
room temperature revealed that all observed reflexes 
could be assigned to the expected tetragonal phase. 
Some 1012 n ' l n + ions were implanted at 400 keV ion 
energy into the samples, using the Göttingen ion im-
planter IONAS [ 11 ]; the implantation depth was about 
60 nm. After implantation the samples were annealed 
for four hours at 1673 K in air in order to remove radi-
ation damage. For the measuring temperatures below 
300 K, the samples were mounted at the pole tip of ei-
ther a closed-cycle helium cryostate (T = 10 - 230 K) 
or a Peltier element (T= 275 - 296 K). Both cryostates 
were housed in vacuum chambers at pressures of 10 - 6 

- 10~5 mbar. Measurements above room temperature 
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Fig. 1. Perturbation func-
tions R(t) and Fourier 
transforms F(u) mea-
sured across the III —* II 
phase transition. 

were carried out under air in an oven of low 7-ray 
absorption. We estimate that the given temperatures 
are correct within better than ±0.4 K. 

The PAC spectra were accumulated using a set-
up of four Nal(Tl) detectors in 90° geometry. The 
perturbation functions R(t) were fitted by assuming, 
at each temperature, two fractions ft and fk= 1 -
ft, which are characterized by their respective static 
EFG parameters [12], i.e. the quadrupole frequency 
Uq, asymmetry parameter 77 and frequency width 6. 
Figure 1 illustrates the evolution of the perturbation 
function R(t) and its Fourier transform F(uj) across 
the III II phase transition, where the temperature 
was increased from 281 K to 295 K. Evidently, as 

shown in Fig. 2, the hysteresis of this phase transition 
shows up via the temperature dependences of the two 
competing fractions a n d = 1 for 
increasing or decreasing temperature. Finally, Fig. 3 
displays the II I phase transition which occurs very 
suddenly. 

3. Electric Field Gradients and Site Occupation 

The deduced EFG parameters for 1 HCd (and for 
181Ta [4-6]) measured in the various phases of 
BaTi03 are listed in Table 1. In the case of the 1 HCd 
probes, one notes symmetric EFG's in the phases II 
and IV (?7IV = r]u = 0), while the EFG of the phase 
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Fig. 2. Hysteresis of fraction III when heating (dots) or cooling (open squares) the sample across the III —• II phase 
transition. 

Table 1. Electric field gradients of 111 Cd and 1X1 Ta probes 
in BaTi03. 

Phase T 
(K) (MHz) 

m C d -
V 

— l x l T a [ 4 - 6 ] — 
6 T I / Q 77 

(MHz) (K) (MHz) 

9 
^Q(181 Ta)/Z^Q("1 Cd) = 6.5(10) predicted by the point 
charge model for the B-site, if we infer the appropriate 
quadrupole moments and Sternheimer factors of the 
two probe nuclei. This agreement of asymmetry pa-
rameters and frequency ratios thus strongly supports 
that both types of probe ions are being implanted 
into the B-site and substitute Ti. This conclusion is 
supported by PAC measurements with 181Hf/181Ta 
probes in SrHf0 3 and BaHf0 3 perovskites, following 

Q: 

IV, rhomboh. 80 6.3(24) 0 3.1(16) 80 63(17) 0 
III, orthorh. 227 22.0(8) 0.37(6) 1.1(6) 220 137(12) 0.4(1) 
II, tetrag. 293 33.3(7) 0 1.4(5) 293 205(12)0 
I, cubic 475 0 0 43(10) 400 0 0 

III is asymmetric, ryin = 0.37(6). All EFG's are well 
defined, with the width parameters being only 6 = 
1 - 3 MHz. When comparing the EFG parameters 
for 1 HCd and 181Ta probes, we note that the asym-
metry parameters 77 agree fairly well for the vari-
ous phases. Furthermore, the ratios of the quadrupole 
frequencies vQ for both probes agree with the ratio 0 .10 -
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Fig. 3. Perturbation functions for m C d in BaTi03 as ob-
served near the II —̂  I phase transition. The inset shows the 
temperature dependence of the quadrupole frequency u. 



J. Roth et al. • Structural Phase Transitions in BaTi03 245 

neutron activation of 180Hf [9], and in our previous 
paper on m I n / m C d in BaTi03 [8], Similar results 
have also been discussed by Luthin et al. [13] for 
111 Cd in Zr02 and Hf02 and by Wiarda et al. [ 14] for 
a large number of other binary oxides. 

4. Phase Transition Parameters 

Let us now discuss, for the three phase transitions 
in BaTi03 considered, the temperature dependence 
of the fractions /T//J- that reveal the hysteresis. As 
usual, we introduce the transition temperatures T^ 
and T0^, at which the two competing fractions are 
equal when increasing or decreasing the tempera-
ture across a phase transition. The quantity 5T0 = 
|r0

T - T0
l | measures the width of the hysteresis. The 

"smoothness" of a phase transition can be expressed 
by the quantities A7T and AT1, where we used the 
approximation 

f]'l{T) = {1 ± exp [ ( 7 - T^I^IAV^}}-1 

for that fraction which has disappeared well above the 
transition temperature In Table 2, the deduced 
transition parameters are compared with the values 
reported from neutron diffraction, electric suscepti-
bility and polarization experiments [1, 15, 16]. Only 
in the case of the III —> II transitions have we been 
able to obtain precise values of T j ^ and A T ^ 1 = 
1.7(2) K. 

We first notice that the widths parameter §T0 gener-
ally decreases for increasing transition temperatures, 
i. e. 5 7 0

I v ^ m « 7.5 - 25 K, 57V11-*11 = 6 K, and ST0
U~>1 

< 2 K. Furthermore, the transition temperatures T ^ ^ 
themselves measured with different methods do not 
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